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GB/T 3920-2008

Textiles—Tests for colour fastness—Colour fastness to

rubbing

1 Scope
This Standard specifies a method for determining the resistance of the colour of textiles of all

kinds.

The method is applicable to textiles made from all fibres in the form of yarn or fabric, including

textile floor coverings, whether dyed or printed.
Two tests may be made, one with a dry rubbing cloth and one with a wet rubbing cloth.

2 Normative References

The articles contained in the following documents have become this standard when they are
quoted herein. For the dated documents so quoted, all the modifications (excluding corrections) or
revisions made thereafter shall not be applicable to this Standard. For the undated documents so

guoted, the latest editions shall be applicable to this Standard.

GBI/T 251 Textile Tests for Color Fastness Gray scale for assessing staining(GB/T 251—2008,

ISO 105-A03: 1993, IDT)

GB/T 6151 Textile Tests for Color Fastness general rules(GB/T 6151—1997, eqv 1SO 105-A01:

1994)

GB/T 6529  Textiles—Standard atmospheres for conditioning and testing(GB/T 6529—2008,

ISO 139: 2005, MOD)

GB/T 7568.2 Textiles—Tests for color fastness—Standard adjacent fabrics—Part 2:Cotton and

viscose(GB/T 7568.2—2008, 1ISO/DIS 105-F02: 2008, MOD)

ISO 105-X16 Textiles -- Tests for color fastness -- Part X16: Color fastness to rubbing -- Small

areas
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