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Foreword

GB/T 7701 granular activated carbon from coal could be divided into:

— Part 1: granular activated carbon from coal for gas phase;

— Part 2: granular activated carbon from coal for water treatment;

— Part 3: granular activated carbon from coal for carrier.

This part is the Part 2 of GB/T 7701, and the revision in Annex C adopts ASTM D

5029—1998 standard test method for water soluble content in activated carbon

(reconfirmation in 2004). The major changes are as follows:

— cancel security terms within the scope;

— cancel some sections in cited reference, terminology, introduction on test method,
meaning and use, and keywords;

— cancel the example in result calculation;

— cancel repeated requirement in sections of precision and deviation.

This part shall replace GB/T 7701. 4-1997 granular activated carbon from coal for water

treatment. The major changes are as follows:

— cancel quality classification;

— formulate indicator for water soluble substance;

— methylene blue in factory inspection item shall be changed from inspection item to
item to be agreed by supply and requisitioning parties;

— iodine value changed to 800 RNG/g or higher ;

— cancel indicator of ash content;

— it's no longer stipulate specific technical indicators for pore volume specific surface
area;

— increase measurement of humic acid adsorption value in annex A;

— increase measurement of tannin acid adsorption value in annex B;

— increase measurement of water soluble substance in annex C;

Annex A, annex B and annex C in this part are normative annex.

This part is put forward by China

This part of the appendix A, appendix B, appendix C are appendix.

This part proposed by China North Industries Group Corporation and under its jurisdiction.
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The drafting units of this part are: Shanxi Xinhua Chemical Co., Ltd.

The main draftsmen of this part are: Zhang Xu, Pang Huisheng, Li Huaizhu, Li Weibing,
Wu Yan.

The previous standard versions replaced by this part were issued as follows:

- GB/T 7701.4—1987;

- GB/T 7701.4—1997,



Granular activated carbon from coal

Granular activated carbon from coal for water treatment

1 Scope
This part specifies the requirements, inspection rules, test methods, mark, package,
transportation storage and so on for granular activated carbon from coal for water
treatment.
This part is applicable to dechlorination, oil removal and purification for industrial water,
and further purification treatment for drinking water and sewage, as well as granular

activated carbon from coal for water treatment if water source are polluted abruptly.
2 Normative references

The articles contained in the following documents have become this part of GB/T 7701
when they are quoted herein. For the dated documents so quoted, all the modifications
(excluding corrections) or revisions made thereafter shall not be applicable to this
Standard. For the undated documents so quoted, the latest editions shall be applicable to

this Standard.

GB/T 1914 Chemical analytical filter paper

GB/T 6682 Water for analytical laboratory use - Specification and test methods (GB/T
6682-2008, 1ISO 3696: 1987, MOD)

GB/T 7701.1-2008  Granular activated carbon from coal - Granular activated carbon
from coal for gas adsorption

GB/T 7702.1 Determination of moisture in granular activated carbon from coal

GB/T 7702.2 Standard test method for particle size distribution of granular activated
carbon from coal

GB/T 7702.3 Test method for granular activated carbon from coal - Determination of
hardness

GB/T 7702.4 Standard test method for packing density of granular activated carbon from

coal
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